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Polymer Electrolyte Membrane Fuel Cells (PEMFC) are often viewed as enablers of decarbonised energy
systems since they transform hydrogen directly into electricity with water as the main by-product. The
attraction for fuel cells is also in their versatility because they can be implemented across a wide range of
applications from microelectronics to large scale power generation. Herein, we review recent progress on
the design and fabrication of PEMFC with a special focus on their air-breathing planar configuration as
this extends the possibility of PEMFC to thin and flexible designs. To date, the deployment of planar
PEMFC highly depends upon scientific progress and technological solutions for cost reduction and long-
term durability including the development of better proton conducting membranes and platinum-free
catalysts to drive the oxygen reduction and hydrogen oxidation reactions efficiently. Long term durability

is another challenge that can be addressed through the advancement of inexpensive and lightweight
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Accepted 15th November 2019 current collectors and highly efficient gas diffusion electrodes for better distribution of the reactants while

maintaining an optimum hydration of the proton conducting membrane. Innovative fabrication methods
for the various components of planar PEMFC as well as effective stack design and assembly are also
critical for efficiency maximization, reproducibility and overall cost reduction.
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1. Introduction
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to store energy with high density, hydrogen as a universal
energy carrier could enable and support the uptake of renew-
ables. Hydrogen can be generated in situ via decomposition of
water, either by photocatalytic or electrical means.' Materials
then can be used to reversibly store hydrogen safely with high
density and efficiency.” Unlike electrochemical batteries, many
hydrogen storage materials can be cycled for more than 20 000
times without any loss in storage capacity.® The stored hydrogen
can then be converted back into electricity with fuel cells or
combusted in engines. The advantage of fuel cells is in their
ability to produce continuous energy as long as they are
supplied with hydrogen.* Furthermore, the energy efficiency of
fuel cells is constant even under varying loads.?

For small-scale applications, Polymer Electrolyte Membrane
Fuel Cells (PEMFC) should have a high power density per
volume and weight, be scalable to larger stacks and be of low
cost across the main components, i.e. the catalysts, membranes
and bipolar plates.%” While large improvements have been
made on each of these components as well as in terms of
design, many challenges still exist. In particular, when consid-
ering small and portable applications, existing fuel cell stacks
lack flexibility in their design, i.e. they are (i) not easily shaped
into any form (the standard design is cylindrical or rectangle),
(ii) still relatively heavy, and (iii) expensive. In particular, the
cost of existing proton conducting membranes is still high and
their durability low. There are also issues remaining in the
replacement of platinum-based catalysts since the performance
of current alternatives is not comparable.

With the increased digitalisation of our economy, there is
a growing need for small fuel cells in terms of physical size for
their integration into small and portable electronic devices,**
including portable power.>* In this respect, flat cells of a planar
or cylindrical design are highly desirable."* Currently, planar
designs have been found to be useful in applications where the
power density per surface area is not an issue, in comparison to
the overall thickens of the stack.” If well designed, planar PEMFC
also provide silent operation, no parasitic load and this with
a high current density.® Under a silent operation mode, the
cathode side is opened for a self-breathing operation of the cell.*

Herein, recent progress in the design of planar PEMFC for
portable/mobile applications is reviewed with the aim to
summarise current state-of-art across fundamental research to
advance the design of individual components and their
assembly into functional devices. In particular, the general
principles of fuel cells are reviewed as well as recent progress in
the development of better catalysts and membranes. The
design, working conditions and performance, as well as fabri-
cation methods of existing planar PEMFC are reviewed. Based
on current research progress, we foresee an imminent imple-
mentation and use of planar PEFMC in important industrial
and commercial sectors, leading to more sustainable and
environmentally respectful forms of energy consumption.

2. General principles of fuel cells

Fuel cells are electrochemical devices which convert chemical
energy into electrical energy. The working principle of all fuel
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cells is the same and the basic structure is composed of an
electrolyte, two electrodes (anode and cathode), and intercon-
nects between the two electrodes and adjacent cells in the stack
(Fig. 1).°

The overall chemical reaction taking place in PEMFC can be
explained by considering the anode and cathode reactions. At
the anode, the Hydrogen Oxidation Reaction (HOR) occurs with
an activation energy of ~65 kJ mol " following reaction (1).**

H, =2H" + 2 (E°=0V) (1)

This activation barrier can be reduced with suitable catalysts
such as Pt (18 kJ mol ').** When hydrogen reaches the Pt
surface, dissociative adsorption of H, occurs,* followed by
electron transfer from H, to Pt and finally the release of the
adsorbed hydrogen takes place as shown in Fig. 2a. At the
cathode (Fig. 2¢ and d), oxygen is reduced with an activation
energy of 57.3 k] mol™* in presence of a catalyst, e.g. Pt,*®
according to the reaction:

0, +4e” + 4H" = 2H,0 (F° = +1.228 V) 2)

The overall electrochemical reaction is thus expressed as:
2H, + O, = 2H,0 (E° = +1.228 V) (3)

It is noteworthy that the activation energy for the recombi-
nation of O, with H' is high as compared to the energy required
to split the H, molecule; and this is mainly due to the difficulty
of breaking the strong double bond of molecular O, (activation
energy: 498 kJ mol 1).””

Ideally, the molecular Oxygen Reduction Reaction (ORR)
involves 4 protons and 4 electrons. But a 2 electrons path is also
possible depending on the activity of the catalyst (Fig. 2c and
d).*>?2 During the electrochemical process, it is believed that O,
is first adsorbed at the electrode surface where the breaking of
the O-O bond leads to adsorbed oxygen atoms (20%*, Fig. 2b).
These adsorbed atoms of oxygen can then react with a proton
(H") to form a surface bounded OOH*. The surface bounded
OOH* further reacts with H" and two electrons to form water,
which then leaves the catalyst surface (Fig. 2d). In the alterna-
tive two-electron reduction pathway, O, does not undergo
a dissociative chemisorption at the catalyst surface and is
directly reduced to produce hydrogen peroxide (H,0,). H,0,
may further react at the catalyst surface or desorb (Fig. 2c). The
formation of H,0, is not desirable because H,0, can lead to an
oxidative degradation of the membrane.”® The electrochemical
reaction involving H,O, also leads to a cell potential of 0.68 V,
i.e. almost half the value of 1.228 V corresponding to the 4
electrons pathway. To avoid the formation of H,0,, the disso-
ciative adsorption of O, at the surface of the catalyst into the
adsorbed species *OOH should be facilitated (Fig. 2d).*
Production of H,0O, is mainly occurring at the membrane/
electrode interface due to reactants crossover and is found to
increase at low humidity. At high humidity levels, the
membrane channels are obstructed by the accumulated water
molecules.” Catalyst like Au, carbon-based materials including

This journal is © The Royal Society of Chemistry 2020
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Fig. 1 (a) Schematic of a PEMFC where at the surface of the two electrodes the H,/O, electrochemical reaction occurs. At the anode, the H,
oxidation reaction (HOR) takes place and at the cathode, the O, reduction reaction (ORR) occurs, and (b) typical polarisation curve for PEMFC.

carbon nanotubes, and Pd-Hg alloys are found to be good at
promoting the reduction of O, to H,0, as a non-dissociative
chemisorption of O, occurs at their surface due to the strong
binding of OH* and OOH*.****

Under ideal conditions, the 4 electrons path dominates the 2
electrons path at a working potential above 0.3 V.*>*” However,
in the presence of catalyst surface impurities such as Al and
Mo,*® and at an electrode potential lower than ~0.8 V,*® both the
4 and 2 electrons paths simultaneously occur. Several reasons
have been proposed to explain this, including (i) the blockage of
surface active sites by adsorbed hydrogen atoms preventing the
dissociative adsorption of 0,,* (ii) the difficulty of forming
bridge type adsorptions at different adjacent catalyst sites,
which favours a Pauling (end on)* adsorption type and thus the

This journal is © The Royal Society of Chemistry 2020

H,0, path (Fig. 2b),*® (iii) the geometric arrangement of the
atoms at the catalyst surface,” and (iv) the number of catalytic
surface sites. Furthermore, at potentials higher than 0.8 V,
adsorbed oxygen tends to be very stable (~237 kJ)***' at Pt
surfaces and this creates difficulties for the ORR to occur. The
stability of oxygen can be reduced by lowering the potential;
however, a minimum voltage of ~0.4 V is required to drive H,O
formation.>**"3

In comparison to the cathode, the overpotential at the anode
is lower because the exchange current density, i.e. the rate at
which the chemical reaction proceed to equilibrium is much
higher. Typically for Pt, this is in the order of 0.1 A cm > at the
anode and 6 pA cm 2 at the cathode (e.g. with a PEMFC oper-
ated at 80 °C, with a H, and O, pressure of 1 bar and composed

Sustainable Energy Fuels, 2020, 4, 439-468 | 441
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Fig. 2 Illustration of (a) H, oxidation reaction (HOR) mechanism at the surface of Pt, (b) mechanism of O, binding at the surface of Pt,* (c)
possible pathways for O, reduction reaction (ORR) via a 2e™ mechanism at the surface of Pt, and (d) ORR via a 4e~ mechanism at the surface e of
Pt. Values of 0.68, —0.13 and 1.23 V correspond to potential of the reaction vs. NHE.

of E-TEK (20% Pt/C) and Nafion 117).'*** This means that Pt is
good for splitting H, but not so good for splitting O,.** Addi-
tional overpotential at the electrodes may also be due to para-
sitic reactions that take place at the surface of the catalysts.**?**
Apart from the formation of H,0,, formation of OH™ (reaction
(4)), and radicals like OH" and OOH" as well as evolution of H,
can also occur.

H*+0 — OH (E=087V) (4)

Furthermore, under a low H, concentration, the formation of
CO, resulting from the reaction of water with the carbon
substrate may also occur (reaction (5)). This not only reduces
catalytic activity and the overall performance of the cell but also
contributes to the corrosion of the carbon (C) electrodes.**”

C + 2H,0 — CO, + 4H* +4e” (E=0.20V) (5)

Understanding the thermodynamics involved in fuel cells is
also important with respect to achieving an adequate energy
balance, where the maximum work output (electric energy)
obtained from the fuel cell (3) is equal to the free-energy change
of the reaction (Gibbs free energy). In this case, the Gibbs free
energy corresponds to the energy available to move the elec-
trons in the external circuit. Hence, the Gibbs free energy
change of the chemical reaction is related to the cell voltage as
shown in eqn (6).”

AG = —nFE (6)
where AG is the free energy change, n is the number of moles of

electrons involved, E is the reversible potential, and F is

442 | Sustainable Energy Fuels, 2020, 4, 439-468

Faraday's constant. If there is no loss in the system or the
reactants or products are in their standard states, the equation
can be written as:

AG® = —nFE° )

For n = 2 and F = 96 500 C mol ™" electron at 25 °C, AG® is
then equal to —237.13 k] mol ™" of H,O (liquid)” and from eqn
(7), E° is determined to be 1.228 V. The negative value of AG°
indicates that the process is exothermic and thermodynamically
feasible.

Since the Gibbs free energy depends upon the temperature,
pressure and concentration of the reactants, it can also be
formulated along the Nernst equation as,

AG® RT

E=— F + (ﬁ) In

where, E is equilibrium potential, P is the gas pressure, R is gas

constant, and T is the absolute temperature. It can be inferred

from (8) that higher potentials are reached by increasing the

reactants activity at standard temperature (25 °C) and pressure
(101.32 kPa).”

Furthermore, the enthalpy associated with the electro-

chemical reaction in PEMFC can be defined as the difference in

heat formation (AH) between that of the products and reactants:

PO.‘]/Z
Pu,o

4 (’;) n(Py)  (8)

= (hpu,0 — (hpu, — (Mo, ©)

Taking into account that the heat of formation of liquid
water ((Ag)u,0) is —285.84 kJ mol " at 25 °C and the heat of
formation of the elements is zero,” AH is —285.84 k] mol .

This journal is © The Royal Society of Chemistry 2020
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The negative value of AH indicates that energy is released,
and this value can also be used to calculate the thermoneutral
potential (E;) of a PEMFC, i.e. the potential at which the fuel cell
releases no heat.

AH = —nFE, (10)

For a 4 electrons reaction path, E; is then equal to 1.482 V,
and this value corresponds to the voltage that can be generated
if all the enthalpy of H, is converted to electricity. In reality, the
maximum achievable voltage is 1.228 V (7), and thus the
remaining energy is converted to heat as the process is
exothermic.

H, is used in fuel cells to produce electricity, but it can also
be burnt to produce heat. By considering both cases, the
maximum efficiency of a fuel cell can then be calculated as,”

electrical energy produced per mole of H,

n= Af x 100% (11)

From (7), the maximum possible electricity generated is
equal to Gibbs free energy, so (11) can be re-written as:
AG°

n= 3 X 100% (12)

Hence, based on (12), the maximum efficiency of a fuel cell is
83%.

In practical systems, the operating efficiency is around 60%
because of losses due to the cell design and side reactions
(Fig. 1b). Potential losses include: (i) ohmic loss due to the
internal resistance of the cell components, and (ii) concentra-
tion and activation gradients due to the inherent diffusion
limitations of the reactants and products. Side reactions are
linked to the selectivity of the catalysts and the effectiveness and
permeability of the proton conductor membrane. By taking into
account these losses, the cell voltage can be expressed as:

Ecen = Eocy — AEohm — AEcon — AE ¢ (13)

where, E,, is the open circuit voltage of the cell, AE,, is the
ohmic loss, AE.,, is the concentration loss and AE,. is the
activation loss as further expressed below.

The ohmic loss can be expressed as:

Ahﬂohm = iRohm (14)

where i is the operating current density and Ry, is the area
specific internal resistance (Q cm™?) of the cell. Ropy, can be
determined experimentally by the current interruption
method,* and value typically ranging from 0.115-0.140 Q cm >
at temperatures <45 °C have been reported.*® Improvement in
cell design to facilitate the flow of gases and water, using
membranes of high proton conductivity and high conductivity
current collectors are all potential strategies to minimize ohmic
loss.

On the other hand, concentration loss is due to a drop in
concentration of the reactants at the electrode surface.

This journal is © The Royal Society of Chemistry 2020
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Concentration loss can be determined by the current sweep
method,*® and formulated as:

AE.,, = m exp(ni) (15)

where m and n have constant values of about 3 x10™ > Vand, 8 x
10° mA ™", respectively.

It is noteworthy that concentration loss is more prominent at
high current densities when more reactants are needed.
Accordingly, the main strategies to optimise this are through
a careful design of the electrode structure, the reactants/products
flow fields (flow channels) as well as by an increase in the pres-
sure of the reactants, and/or the use of oxygen instead of air.

Activation loss is however, mainly due to the ORR at cathode
because the reaction is often slow (e.g. turnover frequency
~25e" per site per s for Pt/C).> Activation loss can be deter-
mined experimentally by the current sweep methods and be
expressed as:

AE, = Aln (i) (16)
lO

where, A is a constant whose value is higher for slow chemical

reactions, i, is the exchange current density of a catalyst (typi-

cally in the range 10~ to 10~ * A),* and i is the operating current

density. The above equation is only valid for i > i,.

To reduce the activation loss, it is important to increase i,
and this can be achieved: (i) by increasing the temperature and
pressure of the PEMFC operation and the electrodes’ surface
area, and/or (ii) by using better catalysts.*®

Taking this into account, several research directions have
been investigated to improve the overall performance of
PEMFC.* One area of focus has been on improving O, mass
transfer at the cathode by using high surface area Ketjenblack
carbon support and surface functionalisation for enhanced
catalyst deposition, for example.** By using a polyol reduction
process for Pt at the surface of Ketjenblack carbon an activity of
372 4+ 29 A g~ was reported at low catalyst loading (62-64 ug
em ). Various Pt alloys have also been developed to increase
activity while reducing Pt content.”” Other areas of research
have focused on developing better membranes to achieve
higher proton conduction (e.g. sulfonated polyimide based
membranes) under reduced humidity and/or at higher
temperatures of operation.** These are further discussed below
with a specific focus on planar fuel cells. Recent advances on
other types of fuel cells have been described in additional
excellent reviews**** and books.*

3. Current state of the art in materials
for planar PEMFC

Planar PEMFC correspond to a class of fuel cells with a mini-
mised volume and mass as to reduce physical encumberment
while achieving a higher power density. Hence, planar PEMFC
have usually open air cathodes to allow passive, self-breathing
operation without the need of cathode flow field and a fan for
air/O, supply.”” These fuel cells are also stripped to the
maximum possible to reduce power consumption and parasitic

Sustainable Energy Fuels, 2020, 4, 439-468 | 443
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load. Their thin geometry is advantageous for applications in
small and portable devices, but this also poses several chal-
lenges in terms of materials selection to achieve a maximum
flexibility, minimum thickness, mechanical strength while
effectively managing the flow of reactants and water.

Over the last decade, significant improvements have been
made in terms of reduction in size and weight, enhancement in
performance and ability to scale up planar PEMFC. Some of the
examples include the development of high performing, light
and flexible air breathing PEMFC (thickness 0.22 mm with
a specific volume power density of 5190 W L™'),* and better
fabrication methods by thermal imprinting process and laser
machined rollable ultra-light fuel cell stack delivering 508 mW
for 10 cells with an energy density of 0.228 W g™, for example.*
Hereafter, current progresses along these improvements are
discussed for the different components of planar PEMFC.

3.1. Proton conductive membranes

Membranes are one of the key components of PEMFC. The
membrane allows the free movement of H' ions from the anode
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o
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to the cathode while ensuring insulation to avoid short-circuit.
Materials suitable as membranes must meet key requirements
including enhanced chemical resistance, mechanical strength
and high proton conduction. Among the proton conducting
materials explored to date, the most popular remains the Nafion
(®Dupont) membrane invented in 1962.” However, the cost of
this membrane remains high because of a complicated
synthesis process (Fig. 3a),’>** involving dangerous reactions
under high pressure and temperature, e.g. fluorination is an
exothermic process that can become uncontrollable and
ethylene is hazardous. In addition, the synthesis of the co-
monomer commonly referred as perfluoro sulfonylfluoride
ethyl propyl vinyl ether involves numerous steps with low
yields.*>*> Nafion is based on a sulphonated fluoroethylene
backbone structure (Fig. 3a), and thus has the ability to enable
proton conduction and water retention due to hydrophilic and
hydrophobic moieties. The end of the side chain of the per-
fluorosulfonic polymer SO;™ ion is highly hydrophilic and thus
allows for high proton conduction (0.1 Q' cm™'),” while the
polytetrafluoroethylene (PTFE) back bone structure provides

Water droplets
at hydrophilic regions

<4 Nafion polymeric chains

SO SO Surface mechanism
3. 205 at low water content
803' SOy 70730- @ o sos

® H;0O

Nafion polymeric chains

SO5 SO5- @ Vehicle mechanism
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Fig. 3

® S
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(a) Nafion synthetic process.*>%5. (b) Illustration of the macroscopic structure of hydrated Nafion-type membrane,”*” and (c) schematic

representation of possible proton diffusion mechanisms in Nafion.5*¢%¢* |n the surface mechanism, protons jump from sites to sites along the
polymeric chain. In the vehicular mechanism, at higher water levels, proton may diffuse through the membrane by forming various hydrogen—
water ions. For well hydrated membranes, a Grotthuss mechanism can take place where the proton is transferred from one water molecules to

the another one connecting the polymers side chains.
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further resistance against chemical corrosion. The hydrophilic
region around the sulfonic acid can lead to the absorption of
large quantities of water (~20 molecules) for each SO;~ side
chain (Fig. 3b).” Hence, H" weakly coordinated to the SO;~
groups can easily hop from sites to sites (Fig. 3c). Further
diffusion between the separated hydrated regions occurs
following a vehicular diffusion mechanism through connecting
water pathways (Fig. 3¢).>***

Proton transport in Nafion is usually described along three
mechanisms: surface diffusion, Grotthuss hopping and vehic-
ular diffusion (Fig. 3c).”® The surface diffusion mechanism
occurs close to the pore wall (~1 nm from the pore wall) or
under low water content (<5 water molecules per sulfonic acid
group).>** In this case, protons hop between adjacent sulfonic
acid sites. At higher hydration levels (>5 water molecules per
SO;7), both Grotthus and vehicular mechanism are found to
occur.”® In the Grotthus mechanism, protons hop from one
hydrolysed ionic site (SO;~ H;O') to another across the
membrane (Fig. 3c) and this mechanism is dominant at
hydration levels corresponding to 5 to 10 water molecules per
sulfonic acid group. Protons hopping can also occur across the
Zundel cation (Hs0,") at low water content or across the Eigen
cation (HyO4') at higher hydration levels. In contrast, in the
vehicular mechanism, the hydrated proton (H;O") diffuses
through the aqueous membrane by electro-osmotic flow
(Fig. 3c).>>°®

The activation energy (E,) for protons hopping drops quickly
as the number of water molecules available at the SO;™ sites
increases (e.g. E, ~0.35 and ~0.1 eV for 3 and 10 water mole-
cules per SO;~, respectively). Similarly, the proton diffusion
coefficient increases at increased levels of hydration (for
example 0.014 x 10~* and 0.17 x 10°* em® s™* for 6 and 15
water molecules per SO; , respectively at 25 °C).*® At higher
hydration levels, both hopping and vehicular mechanisms have
diffusion coefficients of 7 x 107> em® s " and 1.71 x 10~° ¢cm?
s~ " suitable for proton transport, respectively. Usually the mean
hopping step time for H' surface diffusion is higher (1.61 x
1077 s) than that for the Grotthuss (1.5 x 10~ s) and vehicular
(5.75 x 107" 5) mechanism. This is due to the larger distance
between the ionic groups (SO; ) at the membrane surface and
thus the lower diffusion coefficient (~1.01 x 10”7 cm*s™ " at 25
°C) at the surface.”****® Such a behaviour further reduces water
accumulation near the surface due to hydrophobic nature of the
PTFE back bone.*

Although the most popular PEMFC membranes are based on
the Nafion structure and thus hydrated perfluorosulfonic poly-
mers, there are issues related to the use of sulfonic polymers. In
particular, perfluorosulfonic membranes require a high
humidification (~100%) to achieve ionic conductivity of
0.1 S ecm !, and this poses problems when the fuel cell is
operated at >80 °C, because water is partially vaporized. Per-
fluorosulfonic polymers have a limited operation temperature
range of 0 and 100 °C, while an operation temperature of fuel
cells at ~160 °C is preferable to minimise the activation loss
and increase catalysis activity. Furthermore, membranes based
on perfluorosulfonic suffer from permeability issues in the form
of water and reactants cross-over because of the existing porous
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hydrophilic domains.®® Hydrogen cross-over current densities
of 0.12 mA cm™? are typical for Nafion 117 at 60 °C.*

For the large scale deployment of fuel cells, alternative
membranes with superior performance and lower cost of
manufacturing are highly desirable.®® Several alternative
membranes have been researched and these are summarised in
Table 1.°77 The strategies that have been explored for the
development of new solid state electrolytes have focussed on
cost reduction, higher temperature operation (=160 °C),
improved water uptake capacity and enhanced proton conduc-
tivity and stability. Membranes based on low cost aromatic
polymers™7##" including sulfochlorinated polyethersulfone,
sulfonated poly(benzoxazole thioether sulfones) and vinyl-
idenefluoride have been shown to display a good conductivity of
~0.235 Q' em ™! at 92 °C and a lower activation energy of 6-
9 kJ mol " in comparison to Nafion 212 (9 kJ mol *).”* These
membranes also display a better water uptake capacity of 47-
58 wt% at 25 °C (Nafion, 32 wt%) due to their higher degree of
sulfonation. Furthermore, membranes with bifunctional
sulfonic acid (-SOzH) and carboxylic acid (-COOH) groups
showed improved conductivity (~0.124 Q" cm™* at 25 °C) and
water uptake (~32 wt% at 25 °C) mainly due to availability of
a larger number of sulfonic and carboxylic function groups.**

The concept of hybrid (organic and inorganic composites)
membranes has also been largely investigated owing to the
potential of achieving better mechanical and thermal stability
(up to 300 °C) with better water retention upon the addition of
an inorganic phase.**® For example, a membrane based on
phosphonic acid polymers, grafted onto functionalized silica
nanoparticles, and then dispersed in a matrix of poly(-
vinylidenefluoride-co-hexafluoropropylene) displayed 800 mwW
cm 2 at a current density of 1.5 A cm ™ > For such a composite
membrane, the water uptake of the membrane was 56-71 wt%
and thermal stability of ~300 °C.** The possibility of making
fluorine free membranes has also been investigated because of
the higher versatility in molecular design and synthesis, and
thus the possibility of achieving lower cost.*** In particular,
a polyphenylene-based membrane reached a proton conduc-
tivity of 0.22 Q" em ™" at a relative humidity of 95% with a water
uptake 2.2 to 2.8 times that of Nafion.*® Similarly, a sulfonated
benzophenone membrane was reported to achieve a proton
conductivity of ~4 x 107> S cm™ " at low humidity (20% at 80
°C).** This was explained by the better separation of
hydrophilic-hydrophobic domains.** The composite membrane
based on sulfonated poly(arylene ether sulfone) (SPAES) and
perfluorosulfonic acid (PFSA) with a water uptake capacity of
56-66 wt% also displayed a conductivity of 0.1-0.2 Q" ecm™" at
80 °C and improved mechanical strength.*® Additional details
can be found in recent reviews on membranes for PEMFC.*** It
is noteworthy that from current developments no commercial
viable product has emerged and thus to date Nafion still
remains the first choice.

3.2. Catalysts for ORR and HOR

A key issue that also needs to be resolved for the large scale
commercialization of fuel cells is the development of non-
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Table 1 Summary of properties of selected membranes for proton conduction
Operating conditions:
temperature, relative
Membrane types humidity Performance References
Perfluorinated Perfluorosulfonic (Nafion) 0-100 °C, 100% Conductivity: 0.1-0.2 66, 68 and 69
Q'em™!
Operating hours: ~60 000 h
Power density: 400-1200 W
cm 2
Electrochemical stability:
very good
Perfluorosulfonic (Aciplex) ~80 °C, 100% Conductivity: 0.11 Q' em™* 68
Operating hours: < 60 000 h
Power density: 750 mW
cm~?
Electrochemical stability:
good
Perfluorosulfonic (Flemion) ~80 °C, 100% Conductivity: 0.14 Q' em™* 68
Operating hours < 60 000 h
Power density: 450-700 mW
em 2
Electrochemical stability:
good
Perfluorosulfonic ~25 °C, 100% Conductivity: ~0.058-0.1 67 and 70
Fumapem® Q' em ™! (from Fumatech
technical specifications)
Gore select™ ~25-80 °C, = 100% Conductivity: 0.063 69 and 71
Q'em™!
Operating hours: >3000
Perfluorocarboxylic acid 100% Conductivity: 0.023 66 and 72
Q'em™!
Partially fluorinated TFS (a,B,B-trifluorostyrene) ~80 °C Conductivity: 0.05-0.9 43 and 73
BAM3G Q'em !
Operating hours >15 000
Styrene grafted and ~60 °C Conductivity: 0.027 to 0.24 66 and 74
sulfonated Q'em!
poly(vinylidenefluoride)
[PVDF-g-PSSA]
Non fluorinated Sulfonated polyimide 40-100 °C Conductivity: 0.002-0.04 43 and 66
Q' em ™! (first generation)
1.67 Q' em ™" (next
generation)
Sulfonated poly(4-phenoxy 60-160 °C, 100% Conductivity: 0.02 Q' em™" 66 and 75
benzoyl-1,4-phenylene) [S- Power density: 300 mW
PPBP] cm™?
Sulfonated 60-160 °C, 100% Conductivity: 0.03 Q' em™* 43 and 66
polybenzimidazoles [S-PBI] Power density: 200 mW
cm 2
Sulfonated-poly (p- 26-90 °C, 100% Conductivity 0.001-0.01 43 and 66
phenyleneterepht halamide) Q tem™
[S-PPTA] Current density: 0.4-0.58 A
em™?
Operating hours: 230-500 h
Imidazole doped sulfonated 80-130 °C, 100% Conductivity: 0.03-0.11 43 and 66
polyether ketone [S-PEEK] Q'em™!
Operating hours: 3000-4000
h
Power density: 325-350 W
cm 2
Electrochemical stability:
good
Others Poly(2-acrylamido-2- 30-90 °C, 30-80% Conductivity: 0.038 66 and 76
methylpropane sulfonic Q'em™!

acid) [poly-AMPS]
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Operating conditions:
temperature, relative

Membrane types humidity Performance References
Supported composite 30-120 °C, 0-100% Conductivity: 0.003 66 and 77
membrane (sulfonated Q' em ! (anhydrous
poly(ether ether ketone)/ condition)
polydopamine modified 0.2 Q' em™! (hydrous
graphene oxide) [SPEEK/ condition)

DGO]

Current density: 698 mA

em™?

Polybenzimidazoles (PBI) ~170 °C Conductivity: 0.07-0.09 67 and 68
Fumapem® Q'em™!

Hybrid (organic-inorganic), 20-140 °C, 0-100% Conductivity: 0.053 83

phosphonic acid grafted
silica nanoparticles and
poly(vinylidenefluoride-co-

Thermal stability: hexafluoropropylene)

>300 °C

noble, low-cost and effective catalysts of high turnover
frequency and selectivity, and resistance to poisoning.*® To date,
Pt supported on carbon has remained the most widely used
catalyst for the HOR and ORR.*"** The amount of Pt loading
can vary depending on the desired fuel cell performance but
typically the Pt loading is around 0.3-0.4 mg cm ™ 2,°** and this
leads to a power output of ~0.41 A cm > at 0.5 V. The best
balance between PEMFC performance and durability is believed
to be at 20 wt% Pt loading with 25% carbon black in the support
layer. However, the highest ORR mass activity (~25 mA mg ™)
was obtained at 75% carbon black content in the support
layer.”* Addition of carbon black improved ORR mass activity
and electrical conductivity.**

The issues of high cost (~50% of the total stack cost) and
scarcity of Pt are significant (Fig. 4a).”® One feasible solution is
to reduce the amount of Pt loading on both the electrodes and
this has been done via two approaches: (i) optimization of
electrode structures to increase the number of active sites per
gram of catalyst loading, or (ii) by alloying Pt with other
elements.”® For example, by alloying Pt with metals such as Fe,
Co, Ni, Cu, and Cr; and/or by controlling atomic arrangement
in the nanocatalyst (e.g. core-shell, optimized morphology/
facets, and ordered intermetallic structures), the electronic
structure the catalytic active sites can be adjusted to the
required levels while using less Pt.*”~*° The ultimate solution is
however to fully replace Pt by non-noble and abundant
elements. Fig. 4 summarises the current state of art in the
search of alternatives to Pt and/or partial substitution of Pt. The
various catalysts for the HOR and OOR can be classified in six
broad categories: Pt/C (where C is carbon), Pt and Pt alloyed/de-
alloyed structures, core-shells, non-precious metal catalysts,
shape-controlled nanocrystals and nanoframes as further
discussed below.

The catalyst requirement for both conventional PEMFC (air/
oxygen supplied from external sources) and planar (self-

This journal is © The Royal Society of Chemistry 2020

Q 'em ' (80 °C)
Current density: 1.5 A cm™
at 60 °C

2

breathing) PEMFC are the same. However, the amount of
loading at the cathode must be higher because of the slow
ORR.” Table 2 summarises different types of catalysts, their
cost and performance at given loadings.'***° The target set by
the US DOE is a loading of 0.125 mg cm ™ >."'%'*2 Current catalyst
loading is much higher and in the range of 0.1 and 0.5 mg
cm 2.2 Catalysts based on conductive polymers such as poly-
pyrrole can be produced at a lower cost, but the performance is
low (0.12 A ecm 2 at 0.4 V) in comparison to Pt/C (~0.41 A
cm™ 2 at 0.5 V).%*%3

3.2.1. Pt based catalysts for ORR. In early 1990s, several Pt
alloys including those based on PtNi, PtCo and PtCr have been
explored and higher activities were found in comparison to Pt/
C,""* ¢ with a 2-3 fold increment in activity (Fig. 4b).** The
enhanced activity was explained by the fact that non-precious
metal bonds oxygen more weakly with an energy of 0.0 to
0.4 eV compared to the ~2.4 eV of Pt.'** For example, it was
observed that the current density of ORR on Pt;Pd;/C was 1.7
times greater than the commercial Pt/C (0.567 mA cm™?) at
0.85 V."7 Pt-Pd/C had comparable performance and better
durability than the conventional Pt/C."*¢

A new approach to prepare Pt;Co intermetallic nanoparticles
through a facile thermal treatment of Pt nanoparticles supported
on Co doped Metal Organic Framework (MOF) was also
proposed. The obtained Pt;Co nanoparticles achieved a signifi-
cantly enhanced activity and stability owing to both improve-
ments in electronic and mechanical property with the MOF
support.®” Similarly, PtNi alloy (Pt, ¢;Ni/C) with a low amount of
Pt (2.76 wt%) achieved power density of 1.1 W cm ™ 2,118

The use of a core-shell approach in catalysts design was also
investigated with the aim to alter the electronic properties of the
active catalytic sites, improve structural stability, and thus the
overall catalytic activity.'” Core-shell can be synthesised
through various approaches including first the growth of a core
and then a shell, one-pot synthesis, and de-alloying
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Fig. 4 (a) Price of elements (taken from Shanghai Metals Market, 07
Dec 2018) at the basis of potential catalyst for PEMFC as a function of
their relative abundance in the Earth crust,® (b) volcano plot illustrating
the potential of selected catalysts for O, reduction reaction (ORR), (c)
volcano plot illustrating the potential of selected catalysts for H,
oxidation reaction (HOR).

methods."***** For example, for a core-shell catalyst (TININ@Pt)
prepared by placing several layers of Pt atoms on the surface of
nanoparticles of titanium nickel binary nitride (TiNiN), dis-
played an increase in activity of 200% in comparison to
commercial Pt/C."** Possible reasons for such a good perfor-
mance are the high dispersion and utilization of Pt, Ni doping,
good stability of the nitride support, and a strong interaction
between Pt and the TiNiN support. As a general rule, the addi-
tion of Ni, Co or Fe in Pt alloys increases the ORR activity and
the addition of nitrogen in the core further increases the activity
in the order of PtNiN/C > PtFeN/C > PtCoN/C.*** De-alloyed core-
shell nanostructures have also been synthesized.”* In the case
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of PtCu, de-alloying of Cu surface atoms from Cu-rich Pt-Cu
alloy precursors was done by electrochemical dissolution. The
de-alloyed catalyst consisted of a core-shell structure made of
a multilayer Pt rich shell surrounded by a Pt-poor particle
core.”” Similarly, a core-shell with a Pt monolayer on top of
either Ir or Pd;Co/C displayed a good mass activity of 1.01 A
mg " and 0.57 Amg ™" for the ORR, respectively. These activities
are greater than the US DOE target of 0.44 A mg~ ".**® Fig. 4b
summarises current findings along several catalysts reported so
far.

By controlling the shape of the catalyst, it is expected that
specific surface planes with appropriate binding energies to O,
will be preferably exposed and stabilised. For example,
branched Pd-Pt nanodendrites with highly exposed facet ratio
{111} to {100} and unsupported Pt and PtPd nanotubes showed
enhanced ORR and stability than Pt/C.***™*” Lee et. al. reviewed
various Pt nano-architectured catalysts for ORR in low temper-
ature PEMFC and reported that the performance of Pt;Ni;
nanoframes with {111} facets was very high (5.7 A mg ~').1281>®
This was explained to result from a downshift of the d-band
centre of pure Pt upon Ni addition, and thus a resulting
activity of Pt;Ni; {111} facets10 times higher than the activity of
Pt {111} and 90 times that of commercial Pt/C."*® In the Pt based
polyhedron catalysts including nanocaged PtNi/C, nanoframed
Pt;Ni/C, octahedral Pt;Ni,/C and cuboctahedral Pt/C, the addi-
tion of Ni also led to better current density in the range of 300 to
430 mA cm >*° In comparison, a current density of 20 mA
cm > was reported from carbon supported cuboctahedral Pt.**!
In this case, it was claimed that Ni enables to bind O, more
weakly than pure Pt."*°

In addition, the surface structuration of catalyst nano-
particles provides a means to tune the catalytic activity, in
particular for ORR, where several adsorption intermediates
exists."** The interaction energy between the catalyst surface
and these intermediates depends on the metal used as a catalyst
and its surface structure. For example for Pt, the specific activity
is found to be in the order of 1.77, 1.40 and 0.28 mA cm ™ for Pt
{720}, Pt {111} and Pt {100}, respectively.’** Hence, O, adsorp-
tion is favoured on {720} facets."**'** However, the activity of Pt
has been found to be better enhanced by alloying Ni. In this
case, the calculated activation energy related to the ORR as
function of specific surface please evolves as follows: Pt (100)
0.80 eV > Pt/Ni (100) 0.79 eV = Pt (111) 0.79 eV > Pt/Ni (111)
0.15 eV.13413°

3.2.2. Non-Pt based catalysts for ORR. Although a noble
metal, the use of Pd for the HOR and ORR in PEMFC has been
widely investigated because it is more abundant than Pt
(Fig. 4a)."** ORR at Pd is of a slightly lower activity (0.024 mA
cm 2 at 0.9 V)** compared to that of Pt (~1.2 mA cm > at 0.9 V)
but with the addition of suitable metals like Co, Ni and Fe the
activity of the resulting Pd alloys is similar to that of Pt
(Fig. 4b).**”**® For example, Pd,Co showed a catalytic activity
similar to that of commercial Pt (~0.8 mA at 0.8 V).*** By
controlling the shape of Pd nanocrystals to expose specific
surface sites, e.g. {100}, the activity of Pd/C cubes was higher
than that of commercial Pt/C for the ORR."™*®
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Table2 Comparison of typical catalysts for ORR. US Department of Energy (US DOE) targets for vehicles with the assumption that similar target
would apply to portable electronic. The price of the catalyst was estimated from current chemical prices at the gram scale

Cost
Catalysts Loading (mg cm ?) Activity (mA cm2) ($ per mg) ($ per cm) References
US DOE 2020 targets 0.125 ~0.023 101,102,111 and 112
Platinum
Pt black 25 — 0.212 5.3 101
20% Pt/C 1 160 0.082 0.082 102
40% Pt/Ketjenblack 0.6 1000 0.143 0.085 103
Platinum alloy
30% Pt;Co 0.2 500 0.278 0.56 104
15.2% PtCo/C 0.005 2000 0.270 0.014 306
Core shell
20% Pt-Cu/Vu core-shell nanoparticle 0.169 2500 0.278 0.56 105
catalyst
Pt;Co 0.033 3500 0.270 0.014 106
Shape controlled nano-crystals
20 nm Pt multi-octahedrons 0.015 0.8 0.185 2.77 X 101 and 107
107°
Non-precious metals
Conductive polymers Co-PPy/C Ratio of C: PPy : Co = 0.7 : 0.16 : 0.13, 120 0.052 0.004 108-110 and 113

cathode loading: 0.35

Even though the ORR turnover frequency of non-precious
metal catalysts, e.g. Fe/PTCDA (perylenetetracarboxylic dianhy-
dride) is generally lower (~1.7e" per site per s)°® than that of Pt
(25e” per site per s),°® such catalysts could be an acceptable
solution as the cost of Pt is high. In this regard, transition
metal-nitrogen-carbon complexes have been considered as
promising candidates to replace Pt,****** because of their rela-
tively good performance (0.91 W ecm™?), good stability,****> and
better tolerance to CO than Pt."' For example, strong catalytic
activity of Fe-N,/C towards ORR has been reported with overall
electron transfer number of 3.6, which is close to the theoretical
4 electrons ORR path (Fig. 2d).*? A peak power of 570 mW cm >
for a PEMFC with Fe/N/C as a catalyst was also reported.**®
Tungsten carbide (WC) nanoparticles have also been reported
to lead to reasonable fuel cell performances and membrane
stability owing to the strong binding of OH" (~2.29 eV) and H'
(0.63 eV) on WC.***

ORR catalysts based on heteroatoms doped carbon nano-
materials, e.g. nitrogen doped carbon nanotubes and graphene,
boron doped graphene, and sulphur doped graphene'** have
also been investigated due to their high catalytic activity, better
tolerance to fuel cross-over, low cost and better durability.*s**>*
Recently, metal porphyrins and phthalocyanines with nitrogen
and Co/Fe precursors have been reported to display good cata-
lytic properties. In particular, composite catalysts like C-Co-N
showed high ORR activity and good durability.’® The cobalt-
polypyrrole composite also gave a power density of 0.15 W cm 2
and a stable catalytic activity over 100 h.**® Pyrolysis of spherical
polyimide nanoparticles with Fe led to a catalyst that delivered

This journal is © The Royal Society of Chemistry 2020

1.0 A cm ™2 at 0.46 V at 80 °C.*° This catalyst had a reasonable
durability of 600 h. Furthermore, a catalyst prepared by elec-
trospinning a polymer solution of ferrous organometallics and
zeolitic imidazolate framework followed by thermal activation
delivered a volumetric activity of 3.3 A cm™* at 0.9 V.**” Multi-
step pyrolysis of polyimide (100 nm diameter) was also re-
ported to provide a current density of 1.0 A cm™> at 0.6 V.**®
Additional in depth advances on OOR catalyst can be found in
recent reviews.'>>*%

3.2.3. Catalysts for HOR. Significantly less work has been
done on the anode catalyst for HOR, and one of the reasons may
be the lower amount of Pt needed at the anode because at this
electrode the reaction is fast in comparison to ORR. The activity
of various catalysts for HOR is summarised on Fig. 4¢.>*'¢71%¢
Among these various catalysts, Pt remains the most popular.
However, other catalysts including Pd, Co, Ir and Ru in the form
of bimetallic catalysts such as Pd;Co, IrRu and Pd,Ir, have also
been explored.'*>"%®

Pd-rich-Pt alloy (5% Pt) have been reported to have similar
performances to that of Pt for HOR due to the so claimed
synergetic effect between Pt and Pd.***'* Pd;Co supported on
partially exfoliated carbon nanotubes was used as a catalyst for
PEMFC and a power density of 327 mW cm ™2 at 60 °C was ob-
tained. This corresponds to 65% of the power density reached
with commercial Pt/C."”° Similarly, when PdRu or PdIr was
coupled with WO, as the anode, the cell performance was re-
ported to be enhanced.'* In this case, WO, acted as a hydrogen
storage medium through the formation of a hydrogen tungsten
bronze phase leading to the improvement of HOR at the Pd
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surface. Further, Fe-based catalysts showed strong Fe-H
reversibility during H* adsorption/desorption and these cata-
lysts led to a high current density of 600 mA cm™ > at 0.4 V and
a good stability."””

Apart from Pt and Pd, Ni has also been considered as
potential candidates for HOR. NizN supported on carbon was
reported to lead to the highest mass activity (24.38 mA mg ™)
among the non-platinum based catalysts."”®> The enhanced
performance is due to a downshift of the Ni d-band upon the
formation of Ni;N and interfacial charge transfer from Ni;N to
the carbon support leading to a weak binding of hydrogen on
Ni;N/C.*”® In case of HOR, edges/vertices have been shown to be
more catalytically active.”” The H, adsorption and desorption
region in polycrystalline Pt is believed to be a union of Pt {110},
Pt {111} and Pt {100} facets."”*'”® Future research direction
should thus focus on the synthesis and stabilisation of particles
with a maximum of highly active edges/vertices as this could
enable lower amounts of Pt (~ug cm™?) while retaining a high
current density."”* Additional recent work on HOR catalysts is
summarised in excellent reviews.'”®

3.2.4. Alternatives to carbon as a catalyst support. Carbon
based materials have been widely used as supports for Pt based
catalysts. However, problems including carbon oxidation,
catalyst sintering or agglomeration have been reported when
carbon is used as a catalyst support.’”” In order to address these
issues, alternative support materials such as metal oxides (e.g
titanium dioxide, iridium oxide, tungsten oxide and tin oxides),
metal nitrides (e.g. titanium nitride), carbides (e.g. boron
carbide, titanium carbide, silicon carbide, tungsten carbide)
has been investigated.'**'”” For example, the performance of Pt
supported on Ti O, was reported to be close to commercial that
of Pt/C.**® Furthermore, Pt supported on C-MnO, also exhibited
better activity (1.6 A cm ™2 at 0.529 V) and stability than Pt/C (1.6
A cm™? at 0.209 V)."*® An oxide-carbon nanofibrous composite
support was also used to develop carbon nanofibers/TiO,-Pt
nanofibrous catalysts. These displayed a high ORR activity (995
mW cm ™ ?),””® and the improvement observed was explained as
a result of the strong metal support interaction.

3.3. Gas diffusion layer

The Gas Diffusion Layer (GDL) usually sits on top of catalyst
layer coated at the surface of the proton conducting membrane
and thus acts as a current collector (Fig. 1a). The assembly of
two GDLs, one of each side of the catalyst coated membrane,
forms the Membrane Electrode Assembly (MEA). The GDL
facilitates supply of the reactants (H, and O,) to the catalyst
layer. The GDL also permits the transport of the by-product
(water) outside the cell, and provides mechanical strength to
individual cells."”**®*® The basic structure of the GDL consists of
a macroporous substrate on which microporosity is added in
the form of a catalyst ink. The macroporous substrate is usually
a carbon paper (e.g. Toray carbon paper, 0.15-0.25 mm thick-
ness, and ~75% porosity)*®'®> or cloth which acts as a gas
distributor and current collector. The microporous layer is
usually made from Pt/C powder (e.g. Vulcan XC-72R), a binder
(Nafion solution) and a hydrophobic agent (PTFE, 30-
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60 wt%)."®**%> This mixture is then coated, e.g. by screen
printing with a loading density of 1.5 mg cm™>,'*® on the side of
the macroporous substrate in contact with the proton con-
ducting membrane.'®"**>

It is essential for the GDL to maintain both hydrophobicity
and hydrophilicity as it needs to transport humidified reactant
gases to the catalytic layers and transport water (as a vapour or
liquid) outside the catalytic layer.'®>*®* If the water accumulates
in the GDL, the porosity is blocked, and the power output of the
cell is reduced because the reactants cannot reach the catalyst/
membrane interface. Controlling this amount of residual water
is particularly important at the cathode where water is
formed."™

Typical GDLs have a porosity of 40 to 60%, a thickness of
~300 um, and a PTFE content of ~20 wt%.'*> PTFE is commonly
used as a hydrophobic agent in GDLs to facilitate the removal of
water as a by-product of the electrochemical reaction. However,
excessive PTFE amounts can lead to an increase in mass
transfer resistance because of the reduced available porosity.
To develop an effective GDL, it is thus important to understand
the multiphase and dynamic in water uptake and removal for
the GDL. Such an understanding can be framed by taking into
account the capillary and viscous forces involved and these can
be defined in terms of dimensionless capillary number (C,) and
viscosity ratio (M):'%¢87

184

ulLHW
C,= — (17)
oy
HMnw
M = (18)
:uwet

where u is the superficial viscosity of non-wetting phase, v is
surface tension of water, uye is the wetting and u,,, is non-
wetting phase viscosities of GDL.

Under normal PEMFC operation, C, is in the range of 10 ™% to
107" and M is ~17.5 and water flows out of the GDL through
a capillary fingering regime.'®® Outside these conditions, other
regimes exist. For M ~1.5 x 10~ > and C, ~ in the range of 10>
water forms multiple fingers like shape and this leads to
a viscous fingering regime. Finally for M ~64 and C, ~ in the
range of 10> to 10, a stable displacement regime where water
is evenly distributed in GDL is established.™* "

Removal of liquid water from the fuel cell should overcome
two main barriers: the breakthrough pressure and the droplet
adhesion force (Fadnesion). Breakthrough pressure corresponds
to the maximum capillary pressure (P.) that must be overcome
by liquid water to flow outside the GDL and is calculated

a;186:188,189

—27 cos(6)
r

PC:PL—PG: (19)
where ¢ is the contact angle of the water/air/GDL interface, r is
the radius of the pore in the GDL, P, is the liquid phase pressure
and Pg is the gas phase pressure.

The droplet adhesion force (Fadnesion) corresponds to the
force a water droplet needs to overcome to move along the
GDL's surface and this is determined as:"*°
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Fadhesion - '[)V;g]i;l:& (20)
where p is the water density, V is the droplet volume, g is grav-
itational constant, 6, is the sliding angle (i.e. the angle at which
a water droplet with a certain weight begins to slide down an
inclined surface),"* and d,, is the wetted diameter (i.e. the
equivalent diameter of the wetted area at the droplet/GDL
interface).

From the above relations, it can be inferred that effective
water management can be achieved through an optimum GDL
design and a suitable material selection of GDL, because the
surface and pore geometry of the GDL will play a critical role in
the movement of water droplets throughout its structure. For
example, increasing the hydrophobicity of the GDL's surface by
coating with materials like PTFE, silica, etc. can increase the
contact angle (>150°) and decrease the sliding angle (<5°)
between the water droplets and GDL surface to facilitate the
diffusion of water outside the GDL."*** Furthermore, increasing
the pore size of the GDL (e.g. > 400 um radius) can ease the
movement of liquid water by decreasing the capillary pressure
needed for water removal (eqn (19)).*'** In all these, the
orientation of fuel cell also plays an important role. In particular,
fuel cells arranged in a vertical orientation are found to have
better water removal in comparison to the horizontal ones; and
this is simply due to gravitational effects.” The influence of
gravity on water droplet removal is also more prominent on
hydrophobic surfaces as compared to hydrophilic surfaces.'*>***

3.4. Bipolar plates

Bipolar plates are used to provide electrical connection between
individual cells in the stack, and these often add a significant
weight (~80%) and cost (~45%) to the stack.'** To ensure an
adequate connection between individual cells, the bipolar
plates should to be strong enough to stand the clamping forces,
be thermally stable within the operating range, have a low gas
permeability and the ability to uniformly distribute O, and H, to
the GDL, while enabling the removal of the water produced. In
addition, the bipolar plates must be resistant to corrosion
under the acidic operating conditions of PEMFC.”'**** Other
requirements from the manufacturing and commercialization
aspects are: low cost, slim and light enough to reduce the stack
volume and ensure a low production cycle time.”****** Tech-
nical targets for the bipolar plates as defined by the US DOE for
2020 are summarised in Table 3.**?% Various materials such as
graphite, aluminium and carbon-polymer composites have
been used as bipolar plates.>**>* In planar fuel cells, owing to
the need of reducing weight, the use of a thin flexible Printed
Circuit Board (PCB) acting as current collector and bipolar
plates is a common practice.*>***** In this case, the PCBs are
usually made of fiberglass and to ensure electrical conductivity,
these are coated with Cu, Ag or Au.”****

Apart from PCBs, alternatives including gold plated
aluminium metallic plates,”'® gold-plated 316 stainless steel
sheets," copper foils with a conductive layer of gold, and gold-
plated stainless-steel nets have also been proposed as bipolar
plates for planar fuel cells.>®* The popularity for gold has the
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electrical conductive layer is due to its higher corrosion resis-
tance to acidic conditions as compared to copper, aluminium
and silver.” Unlike gold, silver gets tarnished under environ-
mental condition forming compounds such as Ag,S, AgCl,
Ag,0.>"° Copper sheets along with graphite flow field at both
anode and cathode sides have also been used.** However,
copper is corroded under PEMFC operating condition unless
coated with noble metal, e.g. gold.>**

4. Water management and
humidification

Water balance in PEMFC is a common issue for the long-term
stability and dynamic operation of PEMFC.*** The most
common membrane, Nafion, needs to be hydrated for proton
conduction, but excess of water should be avoided because this
can affect the capillary breakthrough pressure and lead to
a flooding of the cell.>***** As previously discussed, to avoid any
potential flooding, the cell design as well as the MEA/GDL can
be optimised.*** However, this should be done by taking into
account the need for simplicity, minimization of the parasitic
power losses, increased reliability, and low costs.**

Forner-Cuenca et. al. proposed a new approach to making
GDL whereby hydrophobic transport pathways are clearly
delimited from hydrophilic pathway for water to transport
across the fuel cell (Fig. 5).*® By using such an approach,
significant improvement in performance was observed (0.75 V
at 0.8 A cm ?) owing to the facilitated mass transport in
comparison to commercial GDLs (0.15 V at 0.8 A cm ™ 2).

To facilitate water management, Wang et. al. also proposed
the use of porous hydrophilic graphite plates treated with tita-
nium dioxide as bipolar plates.”?”” The use of a porous carbon
flow field structure serving as a wick, i.e. a porous material
which draws water by capillary action, has also been
proposed.”*® In this case, a high air pressure gradient is required
to drive water through the wick. Similarly, Pandey et. al
proposed the use of hydrophilic materials (carbon cloth, pore
size 25-90 pm) as a wick, which covers the entire active layer of
the anode or cathode in between MEA and graphite plates.”®
The use of a thin electrically conductive wick (a porous graphite
plate 1.5 mm thick, pore diameter 38 mm) placed between the
current collector and cathode was also found to facilitate the
outflow of water at the cathode without hampering the O,
supply.”® In this case, an improved water management was
achieved by using a single piece wick, which provided hydraulic
paths to the entire cathode area and the oxygen supply was
achieved by creating patterns (cut-outs) in the wick.?*® Such
a design thus results in two mechanisms: initially when the
wick is dry, the capillary forces drive the generated water into
the wick and when the collector is saturated with water, it is
driven out of the collector by pressure gradient.”*

5. Planar PEMFC designs

Although the basic requirements and components of all the
PEMFC are similar, there are significant variations among the
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Table 3 Technical targets for bipolar plates for 2020 set by US Department of Energy (US DOE) for vehicles with the assumption that similar

target would apply to portable electronic220s

Characteristics Units 2020 target
Plate cost $ per kw 3

Plate weight kg kw ! 0.4

Plate H, permeation coefficient cm® cm % s (@80 °C, 3 atm), 100% RH 1.3 x 107
Corrosion anode pA cm 2 <1
Corrosion cathode pA cm™? <1
Electrical conductivity Sem ™ 100

Areal specific resistance Q cm? 0.01
Flexural strength MPa 25
Forming elongation % 40

cells either in the form of the materials used or in the cell design
itself. Fuel cells can be designed based on the types of reactants
to be supplied and according to the peripheral devices that the
system aims to use. In this case, stack arrangement will vary to
maximize the current and/or voltage.

5.1 Dead ended anode planar PEMFC

PEMFC with dead end anode provides an opportunity to have
maximum (up to 100%) hydrogen utilization because there is no
outlet at the anode.** In this case, the fuel cell is simpler and
less bulky.*** However, the performance of fuel cells under dead
ended mode strongly depends upon the operating conditions,
temperature, anode inlet pressure and anode/cathode stoichi-
ometry of reactants, i.e. H, and O,. A dead end anode can lead to
problems in terms of water management, and thus accelerate
carbon corrosion at both the anode and cathode.”” To avoid
this, the hydrogen pressure can be increased to facilitate water
transport via hydraulic permeation from the anode to cathode
side.”** An alternative option is to install a purge valve at the
anode outlet to vent any accumulated water.””> However, this
should be done in ways that help to minimise: (i) hydrogen loss
during the purge, (ii) the decrease in voltage output between the
purges, (iii) membrane degradation, as a result of the removal
of residual water in the MEA due to the gas convection during

(@

Pathway for liquid water —

Pathway for gases

Fig. 5

purging,** and (iv) carbon corrosion due to hydrogen starvation

over the life cycle of fuel cell operation.”” Furthermore, during
a purge, back diffusion of water from the cathode to anode may
affect the recovery time of the maximum cell power output.>*®
The exact purge interval and cycle duration highly depend upon
the operating conditions.””* Purging approximately one fourth
of the anode gas volume leads to optimal energy efficiency.”””
For a cell operating at 0.6 A cm 2, the purge duration was
determined to be of ~0.2 s at the interval of 206.7-238.8 s
provided that all the gas can be purged out of anode volume in
0.76 8.2

Yang et. al. compared the performance of dead-ended anodes
with different anode flow field modes, and found that the inter-
digitated flow field led to the most stable performance due to the
better distribution of the reactants (Fig. 6).*® Anode pressure
swing operation has also been reported to be an effective way to
minimize water accumulation at the dead ended anode channel
as this generates an oscillatory flow of liquid water.”® Under
these conditions with the addition of a water reservoir (Fig. 6), the
accumulated water stored can facilitate the hydrogen backflow
when the oscillatory flow occurs during pressure swing opera-
tion.””**** In this case, when the hydrogen supply stops, the drop
of local pressure in the anode channels creates a reverse pressure
gradient between the anode channels and the outlet reservoir.

(b)

Pathway for liquid water

Pathway for
gases

Hydrophobic
region

Hydrophilic
region

Hydrophilic
region

[lustration of water and gas transport mechanisms through hydrophobic and hydrophilic regions of (a) a conventional GDL, and (b)

alternative GDL where both hydrophobic and hydrophilic regions are separated to improve mass transport.?¢
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This results in a back flow of hydrogen along with liquid water
from the reservoir into the anode channels.

There has not been much work done on planar self-
breathing PEMFC operated on dead-ended anode mode. San-
tarosa et. al. reported a performance of 310 mW cm ? at
ambient pressure and temperature for an eight cells dead
ended-mode stack with air breathing cathodes.”*°

5.2. Conventional planar PEMFC designs

Conventional planar fuel cells have both their anode and
cathode end opened to allow the release of unreacted gases and
water. Various single cell and stack designs have been proposed
with the aim of achieving high durability, high performance,
light weight, low stack volume, miniaturisation, flexibility, low
fabrication cost and scalability; keeping in mind the need to
achieve an optimum power density per weight and volume. An
example of conventional planar PEMFC stack is shown in Fig. 7,
where the PEMFC stacks (4 to 16 cells put in series) have been
fabricated by micro electroforming using copper as bipolar
plates with serpentine flow channels.*®* The obtained power
density was 100 mW cm™? at 1.7 V for a stack of 2 cells. A
volumetric density of 267.8 W L™ " and gravimetric density of
53.2 W kg~ ' was reported for stack of 16 cells.

In conventional planar PEMFC, O,/air is supplied from
a tank or compressor, and this results in an increment in weight
and the amount of energy use due to the peripheral devices
supplying air/O,. To address this issue, self-breathing PEMFC
designs have been proposed where the cathode is exposed to the
environment for a direct supply of O,. Various innovative
arrangements of individual cells and stacks have been proposed

Parallel

Serpentine

-l

Interdigitated
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for air breathing PEMFC, some of them are summarized in
Table 4.

5.3. Air breathing planar PEMFC designs

The designs for air breathing planar PEMFC mainly involve low
cost materials such as stainless steel,"** and light PCBs
(Fig. 8)."#*32°+23 Among the current design approaches, durability
is addressed by using gold, platinum and niobium plating on
stainless steel and copper materials.">**>*** The current collectors
are graphite, carbons, metal or metal alloys, metal mesh (e.g. with
an open area of the mesh ranging from 10-80%)>*?* with
a corrosion-resistant surface coating and the sealing gaskets are
made from ethylene propylene rubber, silicon, silicon-based
rubber, acrylic rubber or thermoplastic elastomers.>”

In some cases, hydrogen leakage problems were addressed
by sealing with silicone the edges of the anode bipolar plate and
the MEA interface,” and flexibility was achieved by using
composite electrodes made of porous carbon nanotubes
membranes, carbon paper and polydimethylsiloxane.*® For
example by using these principles, Ning et. al. reported a flexible
planar PEMFC which retained 89.1% of its performance after
bending 600 times.***® A high performing (145.2 mW cm 2 in
comparison to traditional 90.3 mW cm?) very thin (0.22 mm)
air breathing PEMFC has also been reported, where the anode
flow field made of polydimethylsiloxane was attached to the
MEA with an adhesive.*®

In air breathing PEMFC, the design of the stack is critical to
ensure sufficient breathing at individual cells. A stack con-
nected in series where the MEA is shared across two cells has
been proposed (Fig. 9a).>* In this configuration, the hydrogen

Reactant
flow field

—— Coolant flow
field

==

Parallel with reservoir volume

Fig. 6 Different types of flow field designs.?2*230.2852%3 The integrated flow field design consists in having both reactant gas flow field and cooling

flow field on the same surface.
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Fig. 7 (a) Proposed assembly of a planar fuel cell stack (4 cell), and (b) resulting array module configuration for 4, 8 and 16 cells.®*

flow field can also be sandwiched between two open O, flow
fields (Fig. 9b).>****° By using such a configuration, the stack can
then be assembled with individual cells in parallel to ensure air/
O, supply (Fig. 9¢).

To maintain reasonable O, partial pressure within the stack,
it has been proposed to design larger O, flow fields in the
middle of the stack, because the higher temperature in middle
of the stack upon operation leads to a lower partial pressure of
0,.7*® The option of blowing air with a fan attached to the stack
is also used as a last resort to improve the amount of supplied
0, and thus increase the reaction at the cathode.?3*23%24°

6. Manufacturing approaches for
making planar PEMFC

A complete planar PEMFC single cell consists of multiple
components that need to be manufactured and assembled
together. A careful design and manufacturing is important
because this will determine the final performance of the fuel
cell stack. As previously discussed, three main components
must be manufactured to assemble a full PEMFC. These are the
MEA, the GDL and the bipolar plates/current collectors.

The assembly of the three components above lead to a single
cell, where the MEA is compactly placed between two bipolar
plates maintained against each other's by using nuts and bolts.
However, in the case of thin planar PEMFC an adhesive made
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from fluoroelastomers, silicone rubbers, and hydrocarbon-
based elastomers is often used.**!

6.1 Manufacturing of the membrane electrode assembly

As previously discussed, the MEA consists of a catalyst layer,
a polymer electrolyte (membrane) and a gas diffusion layer (also
called gas diffusion electrode). The catalyst layer is made of
a continuous network of ionomer (e.g. Nafion) and a catalyst
(e.g. Pt/C). In this case, the ionomer maintains the transport of
protons between the membrane and catalyst. The catalyst layer
should also have a porous network for the movement of reac-
tants gases to the catalyst and the removal of water from the
catalyst layer.>*

There are two main methods to fabricate a MEA (Fig. 10).>**
The first one involves the application of the catalyst layer to the
GDL followed by the addition of the membrane. The second
method relies on the application of the catalyst layer to the
membrane followed by GDL addition. The various catalyst
deposition methods developed so far are summarised in Table
5, and these include two step methods such as the spraying and
the decal transfer method, or a single step deposition method
by using sputtering, for example.”*® Due to the lower cost, the
two steps method is more common.

Inkjet printing is among the most widely used catalyst
deposition techniques. In this case, the catalyst ink is deposited
on the substrate of choice by using inkjet printers. High

This journal is © The Royal Society of Chemistry 2020
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Table 4 Summary of the various materials used to make air breathing prototype planar PEMFC and their performance

No of cells

Materials for bipolar plates and
current collectors

Performances

References

10

Anode: gold plated 316 stainless
steel, thickness 10 mm

Cathode: gold plated 316 stainless
steel, thickness 4 mm

Anode: gold plated stainless steel
with gold plated copper current
collector

Cathode: gold plated Ni mesh
Anode: adhesive copper foil

Cathode: three-layer (carbon,

a stainless-steel mesh, PCB), with
aperture(s) and three different air
cathode geometry

A: four holes

B: single hole

C: array of holes)

Anode: dead ended

Cathode: slits of opening 10 mm x
1 mm and spacing of 1 mm between
the slits

Ladder design of stack electrical
connection between the cell by Pt
wire

Anode and cathode: gold plated Al,
thickness of 1.5 mm, cathode
opening ratio, 47%

Anode placed back to back with
insulator in between

PCB with copper layer (35 pm)
Anode: single channelled
serpentine flow field (depth 0.8 mm,
ribs width 1 mm)

Cathode: parallel, rectangular
openings (1.5 mm x 20 mm) at the
interval of 1 mm, cathode opening
ratio 60%

Flexible PCB with Au coated layer
Anode: the six single serpentine
flow field, 0.5 mm deep, 0.5 mm
wide, and separated by 0.5 mm ribs
Cathode: various shapes
(rectangular, triangular, circular)
and opening ratio (22% to 89%)
Flexible PCB with Au coated layer
(thickness 100 pm), stack thickness
3 mm,

Anode: flexible PCB current
collector

Cathode: flexible PCB opening, 65%
Anode and cathode bipolar plates:
carbon composites with graphite
foil (50 pm thick)

Current collectors: cupper plates
Sealing material: silicone adhesive
applied between the anode bipolar
plate and the membrane

Anode and cathode: monopolar
design

Flow field plates: acrylonitrile-
butadiene-styrene

This journal is © The Royal Society of Chemistry 2020

Maximum power density, 124 mW
em™?
Stable performance at 200 mA cm >

200 mA cm > (air breathing)

250 mA ecm > (cathodic fan)

For A: 305 mW cm %, obstruction by
water droplet

For B: 250 mW cm >

For C: 305 mW cm ™2

10.5 W at 650 mA cm ™2

With circular opening ~550 mA
em 2

Rib distance, 0.87 mm

Hydraulic diameter, 4.29 mm
270 mA cm 2

Best performance, 350 mW cm > by
rectangular shaped (opening ratio
65%)

Peak power density, 0.2 W cm >

Volumetric power density, 335 W
LY,

Gravimetric density, 130 W kg~*
Power density: 0.41 W cm ™2

Gravimetric density: 590 W kg ™"

Power density, 99 mW cm™>

Corrosion resistance

12

232

204

307 and 308

11, 13 and 309

233

310

91

10
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Table 4 (Contd.)

Materials for bipolar plates and
No of cells current collectors Performances References

Fabrication by additive
manufacturing

Ribs (current collectors): copper
coated with gold

Holes of reactant
transfer

Matching tabs for
serial connection

I\

Positive terminal tab

Mminaltab

)

Coated Au layer

Non-conductive polyimide film

Fig. 8 Example of an Au coated flexible printed circuit board current
collector.?33

utilization of precious catalyst (Pt) can be achieved with this
method. Other advantages include a short production time, low
production cost and good reproducibility.*** However, the
initial capital cost of a printing system can be high. Some of the
examples reported in the literature include rapid ink jet
printing to deposit a Co30,/N-tGO-based catalyst layer on
carbon substrates.?** In this case, a thin catalyst film (1.5-2 pm)
with a loading of 0.026 mg(Pt) cm™> was achieved for both the
anode and cathode electrodes.”*

By spraying technique, the catalyst slurry is sprayed on the
substrate. The advantages of spraying include scalability and
the possibility to quickly cover large areas. In addition, the
initial capital cost is low. The spraying systems can be based
on air assisted cylindrical liquid jet spraying methods, where
the catalyst ink is atomized by an air stream before spraying.**®
Electro-spraying is also a popular approach,**’*** whereby the
catalyst ink deposition is done under the influence of a strong
electric field.*** In this case, upon an electrical potential
difference between the substrate (electrode) and the discharge
needle, the catalyst ink breaks through the needle in the form
of a spray of charged particles (droplets).2**>**25* The applied
electric field then drives the charged droplets towards the
substrate to be coated at a flow rate determined by the inten-
sity of the electrical field (e.g. 0.4-0.6 mL h™").>*® It should be
noted that by electro-spraying, the deposited catalysts often
display better performances (power output of 441 mW cm ™ ?)
compared to air sprayed catalysts (327 mW cm ™ >).** A possible
reason for such a better performance is the efficient
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Faster and cheaper manufacturing
technology

distribution of ionomer within the mesoporous structure of
the catalyst layer.>*®

Methods based on both ink jet printing or spraying rely on the
preparation of an appropriate catalyst ink. A typical ink compo-
sition is Pt/C (20 wt%, 0.4 mg cm™ %), PTFE (30% of the mixture)
and a solution of Nafion (5 wt%, 2 mg cm™%).?* In this case,
Nafion provides proton conduction within the catalyst layer.
Hence, low Nafion content result in poor H' conductivity and in
contrast high Nafion content creates barriers for O, and H,
diffusion within the MEA.**®* An appropriate amount of ionomer
is thus crucial for the optimum cell operation, and by electro-
spray deposition a 15% Nafion content was found to be ideal.”>*

Physical methods such as sputtering, pulse laser deposition
have also been investigated to achieve low and uniform Pt
deposition. For example, radio frequency sputtering has been
used to deposit ultra-low amounts of Pt ~0.0011 to 0.06 mg
cm? and under these conditions the fuel cell achieved 297 mW
cm™ > under a H,/O, feed.?* A lower power of 124 mW cm ™~ with
a Pt loading of 0.005 mg cm ™~ have also been reported by other
groups.”*® Fuel cells of such a low power output could be rele-
vant to low-cost applications involving micro-electronic systems
and sensors. The ideal amount of ionomer loading on the
substrate by the sputtering approach was found to be =1.5 mg
cm 2.2 Higher amounts of ionomer is not desirable as it can
cover the catalyst particles.>””

The use of atomic layer deposition has also been reported.
For example, Pt thin film electrodes have been deposited at the
surface of SiO, nanofibers by using methylcyclopentadienyl
trimethyl platinum (MeCpPtMe;) as the Pt precursor in an
argon/hydrogen mixture. By this deposition method, a Pt
loading of 0.1 mg cm™* was achieved and the fuel cell reached
~1 A cm™? at 0.4 V.?*® Similarly, deposition of Pt nanocrystals at
a carbon nanotube/graphene hybrid structure led to a current
density of ~800 mA cm ™ at 0.45 V and 75 °C for a Pt loading of
81 ug cm™ > In this particular case, Pt was deposited by atomic
layer deposition at 0.81 pg cm ™2, and this was repeated 100
times to achieve the required thickness.**®

By pulsed laser deposition technique, a Pt loading of 17 pg
cm at the anode and 100 pug cm ™~ at the cathode was reported.
The resulting fuel cell delivered 674 mW cm™> at 0.6 V.2* In this
case, it was found that the thin catalyst layer obtained by pulsed
laser deposition did not require any ionomer for improving the
proton conductivity. This is because the Pt particles deposited by
this method are located on the surface of the support and thus very
close to the Nafion membrane when assembled into a MEA.**®

This journal is © The Royal Society of Chemistry 2020
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Fig. 9 (a) Example of assembly of planar fuel cell in series with the MEA shared across two cells,?* (b) exploded view of a two planar cells sharing
the same hydrogen flow field, and (c) example of stack assembly of (b) in parallel to allow for air flow from the side of the stack.z*°24°

6.2. Manufacturing of the gas diffusion layer

Effective preparation of the GDL is important as this directly
affects the performance of the fuel cell.*** The ideal method for
manufacturing a GDL should lead to a high Gurley number
(corresponding to the flow resistance), a large number of
micropores for water management, uniform thickness and ease
in scaling up.?>®*?* As discussed above, the GDL should consist of
a microporous layer developed on the surface of a macroporous
substrate.® A general GDL manufacturing process is as
follows:*** A solvent (alcohol or isopropanol), a dispersant

This journal is © The Royal Society of Chemistry 2020

(anionic surfactant or a cationic surfactant), and an aqueous
polymer resin are added to a carbon powder (particle size 20—
2000 nm) and mixed to prepare a dispersed solution. Further
fluorinated resin (PTFE, ~5% per wt of carbon powder)
suspension is added to the above mixture and coated on a mac-
roporous carbon substrate (usually pre-treated with a PTFE
solution) to form a primer layer. The microporosity is then
further developed by additional coating with the above slurry
until the desired thickness is obtained (generally 20 to 200
um).>** The resulting product is thermally treated at 350 °C to
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Fig. 10 Common approaches for fabricating MEA with the catalyst deposited first on (a) the GDL, and (b) the membrane.

Table 5 Summary of current methods for catalyst loading during MEA manufacturing?4%250-311-315

Amount of catalyst

Deposition Technique of deposition loaded (ug cm™?)
Coating method Brush coating on proton conducting 70-170
membrane
Screen printing of catalyst slurry 300 + 10
Doctor blade 400
Slot die coating 310 + 63
Decal transfer 4000
Inkjet printing 21-500
Vapour deposition method Sputtering techniques 1-700
Ion beam 17
Pulsed electrodeposition 25
Electrospray 10-300
Electrospinning 0.877
Ultrasonic spray 50

give the final GDL. Mixture of two types of carbons has also been
used to prepare a GDL. For example, a bi-functional pore struc-
ture (made with 20 wt% black pearls 2000 and 80 wt% acetylene
black carbon) was reported to led to some improvement in water
transport because of the varied porosity in the resulting GDL.>*

The microporous layer plays an important role in improving
the PEMFC performance and water management as the
micropores can act as a buffer to prevent both drying and
flooding.**”**® Another factor that plays an important role in the
performance of fuel cell is the thickness of the GDL.** A thinner
GDL is preferable as this can provide shorter distances for the
diffusion of reactants.

The most common methods for the preparation of GDLs are
those based on wet techniques like spraying and screen printing
(Fig. 11).>”°7* In both techniques, the ink composition is same

458 | Sustainable Energy Fuels, 2020, 4, 439-468

with the only difference coming from higher amounts of
suspension agents (polyethylene oxide, PTFE, etc.) in case of
screen printing and the addition of a few drops of polyethylene
glycerol p-iso-octylphenyl ether (Triton X-100) as surfactant to
increase the viscosity of the ink.>”® Currently, a hybrid fabrica-
tion method is used. The diffusion layer is prepared by spraying
technique and the catalyst layer by screen printing technique
(Fig‘ 11).261,273

Comparison of the three basic preparation methods of
spraying, vacuum-filtration and screen printing on the final
properties of GDLs are summarised in Table 6. Commercial
GDLs have marginal values of Gurley number indicating low gas
permeability.”***¢* Although spraying and vacuum filtration
methods lead to higher Gurley numbers, these methods have
other issues such as low reproducibility and result in a lack of

This journal is © The Royal Society of Chemistry 2020


https://doi.org/10.1039/c9se00861f

Published on 15 November 2019. Downloaded by UNSW Library on 2/4/2020 9:26:35 PM.

Review

solid), 1wi% PEO

Carbon, PTFE (61% ‘
solution

Ink: 20 wi% PUC, PTFE (61% solid),
0.5 wt% PEO

View Article Online

Sustainable Energy & Fuels

Spraying technique

m—p Air drying

lsprayed on

30 wt% PTFE coated
carbon:paper sintered at

PEO (0.5 wt%) and Triton X

Screen printing technique
345°C Ink: 20 wt% PtC, PTFE (61% solid),

. }

Sintering
under N,
| at33%°C

1 Air drying

o |

Hybrid printing technique
Sintering at "
oiienngias 20 wt% PYC, PTFE (61% solid) and Finished
’ 340 °C for 30 min ‘ ﬁ 5 wi% PEO e

PEO: Polyethylene oxide solution
PTFE: Polytetrafluoroethylene

Fig. 11 Flow chart of fabrication of GDL by spraying technique, screen printing technique and hybrid spraying/screen printing technique.6*27*

Table 6 Comparison of the Gurley number obtained for GDL
prepared by depositing a carbon/PTFE ink on carbon substrates
(carbon paper or carbon cloths with a porosity of 69.9-74.4%).262-264
Carbon and PTFE loading in all the three methods are 1.5 mg cm™2

Gurley number (L min ) Resistivity
Gas diffusion layers (cm water x em?)™! (mQ cm)
Spraying 0.50 —
Vacuum-filtration 0.25 —
Silk-screening 0.16 4
Commercial (E-TEK) 0.02-0.04 5-20

micropores. Spraying leads to excessive roughness, large cracks.
Vacuum filtration is difficult to scale up. To date, screen
printing is the best method for carbon loading because it leads
to at least four times more gas permeability than the commer-
cial GDL (ETEK cloth, V.2.20).2%

Apart from the above methods, GDL's preparation has also
been done by coating process, e.g. blade and wire coating.>”**”*
For example, wire wound rod can be used to fabricate a micro-
porous layer on a non-woven macroporous carbon paper. The
process is semi-automated with a single pass and the carbon
loading within the microporous layer can be varied between 2.5
and 3.0 mg cm ™ 2.7

The present need is in the development of GDLs with self-
adjusting functionalities of water retention and water draining
along with a steady supply for reactant gases to the catalyst layer.
These improvements should occur while ensuring good elec-
trical conductivity, low cost, as the cost of GDLs is about 20%
that of the MEA and about 5% that of the overall fuel cell stack.>”

The use of superhydrophobic materials (with contact angles
>150)*7 in GDLs has been reported to assist with water removal.
However, excessive and quick removal of water from the cell can
impact the water retention of the membrane and the overall
performance of the fuel cell. It is important that both hydro-
philicity and hydrophobicity are balanced to ensure an
optimum fuel cell performance.””®

This journal is © The Royal Society of Chemistry 2020

One of the approaches to address the problem of electrical
conductivity and reduce manufacturing time is in the develop-
ment of a GDL where the carbon ink to create the microporosity
is only applied once.”” In this case, carbon black, vapour grown
carbon fibres and graphene are mixed in ethanol followed by
addition of a PTFE dispersion. After removal of the ethanol, the
mixture is pressed and sintered at 130 °C to obtain the GDL. The
presence of graphene improves the electrical conductivity
(resistivity, 3.71x 10> Q cm) in comparison to commercial SGL
35BC (1.06 x 107> Q cm).>” In addition, developing patterns on
commercial GDLs using a laser beam or chemical treatment
with H,0,/H,S0O, has also been reported to improve the elec-
trical conductivity of GDLs.?®”

6.3. Manufacturing of bipolar plates

Bipolar plates can be made of metals, non-metals and composites.
In the case of polymeric based bipolar plates (where conductivity
can be achieved by adding conductive additives such as graphite
and graphene), several fabrication methods have been proposed.
This includes the fabrication of composite bipolar plates by
compression, injection, injection-compression moulding, two
components injection and perform moulding.*®"*** For example,
mixtures of vinyl ester resin, fluorochemical intermediates (e.g
fluoroalkylacrylates and fluoroalkylolefins) for surface hydropho-
bicity, graphite powder (20 to 95% wt and 80 to 325 mesh), carbon
black (0 to 5% wt), and carbon fibres (<1 mm in length) have been
used to fabricate bipolar plates.?®

In compression moulding, the desired materials (e.g. graphite
and polymers) are mixed together and dried at ~70 °C. The dried
mixture is milled to form a powder which is then injected into the
heated mould.”®** During this process, the use of a low mould
pressure (1.5 MPa) was found to be better to enhance the porosity
of the bipolar plate surface and facilitate water absorption.”®*
However, the moulding pressure should not be too low as to
ensure good electrical conductivity across the bipolar plate.***

Injection moulding is a common method suited for mass
production where the polymer in the form of granules/pellets is
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Fig. 12 Methods of developing micro-channels by (a) hydroforming, stamping, hydroforming-stamping and rubber forming, and (b) electro-

magnetic forming.2°8274-276

melted before injection into a chamber formed by a split-die Often metallic bipolar plates are preferred over plastic based
mould.**®**" In case of preform moulding, a conductive bipolar plates, because of advantages including high conduc-
composite material is heated outside the mould to a tempera- tivity, formability, low gas permeability and excellent mechan-
ture above the melting point and inserted to the cold mould for ical properties.*”® But metallic bipolar plates can undergo

shaping.”®

(b)

corrosion.?®® Iron based stainless steel and titanium are often

a - a - - - -

o < RESRRASTE
T H,

Fig. 13 Six celled stack of PEMFC based on MEMS manufacturing (a) top view, and (b) cross section along (1), (2) and (3).2*
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Fig. 14 Steps for the micro-fabrication of flow field by ultraviolet lithography.2**

the preferred solution due to their low cost and relative good
corrosion resistance.*®® However, the corrosion resistance of
stainless steel in acidic condition is lower (corrosion current
density of 8.9 pA cm ™ ?)?* to that of titanium (corrosion current
density of 0.042 pA cm ™ 2).>¥” Coating stainless steel with metal
nitrides, e.g. TiN, CIN etc.,”***** has been shown to improve
resistance to corrosion (e.g. to ~0.2 pA cm ™ *)**® due to high
stability of nitrides under acidic conditions and the formation
of protective and stable oxide layers, e.g. TiO,, Cr,03.>*°
Methods including stamping, hydroforming, hybrid (hydro-
forming-stamping), electromagnetic forming and rubber
forming can then be used to develop micro-channels within
these thin metal sheets to support gas and water flow
(Fig. 12).208285:291.292 The micro channels can take various forms
including pin-type flow field, series—parallel flow field, serpen-
tine flow field, interdigitated flow field and integrated flow field
(Fig. 6)'285,293

Recently, few machine-based manufacturing technologies
have been developed to fabricate bipolar plates for miniature
planar PEMFC. These include Micro-Electro-Mechanical
Systems (MEMS) and additive manufacturing also known as
3D printing.'*****% In MEMS, the bipolar plates can be fabri-
cated by micromachining various materials such as silicon,
metals, and polymers. An example of six celled stack PEMFC
based on MEMS manufacturing is shown in Fig. 13.>*’

This journal is © The Royal Society of Chemistry 2020

Additive manufacturing can be used to directly produce
three dimensional parts with a complete freedom of design.
Some of the advantages of this method are a reduced
manufacturing time and a reduction in waste. Additive
manufacturing can be used to make bipolar plates from various
materials such as ceramics, glass, metals, polymers, graphene
and composite materials (e.g. acrylonitrile butadiene styrene
and carbon nanotubes).*® Other fabrication methods for
making bipolar plates include the use of micro-fabrication
processes employing deep ultraviolet lithography to develop
the flow field(Fig. 14).>*

7. Conclusions and perspectives

With the drastic reduction in the cost of photovoltaic, the
possibility of realising economies based on 100% renewables
seems less distant. In this context, hydrogen technologies are
key enablers. In particular, fuel cells have been identified as one
of the most promising technology for the conversion of
hydrogen into electricity because of their ability to operate
continuously as long as hydrogen is supplied. Additional
advantages of fuel cells include silent operation, little moving
parts and relativity fast-starting time.

Among the various fuel cells, PEMFC are already commer-
cialized products with application ranging from stationary
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electricity generation, to portable and vehicle applications.
However, mass scale manufacturing of PEMFC is still chal-
lenging because of the lack of a global market and the level of
investment required to reach full automation. The relative high
cost of various components of PEMFC and long-term durability
are also limiting factors for the mass market penetration of the
technology.

Beyond the large market of fuel cell vehicles, fuel cells could
also find application in many of the portable electronics at the
basis of the digitalisation of our economies. Recent progress on
planar PEMFC in air breathing mode provide paths for light,
low cost small fuel cells stack of high volumetric power density.
However, several challenges remain to bring cost down, engi-
neer and design better stack assemblies and develop effective
manufacturing processes to produce planar PEMFC at scale.

Although, there has been some achievements in cost
reduction along bipolar plates and current collectors, the major
source of cost still remains that of the Pt catalyst and the Nafion
membrane. Significant efforts have been made to increase the
catalytic activity and reduce Pt loading by alloying Pt with other
metals and controlling atomic arrangement in the nanocatalyst
but for the broad utilisation of planar PEMFC, Pt should be fully
replaced by cheaper and more abundant alternatives. Transi-
tion metal-nitrogen-carbon catalysts have shown good perfor-
mance for ORR and could be one of the potential candidates to
replace Pt. However, the performance of such catalyst at
commercial scale still remains an open question.

The replacement of perfluorinated type membranes (Nafion)
is the other challenge. These membranes remain expensive and
suffer issues including long-term durability, low operating
temperature, and poor performance at low humidity levels.
Recent development of membranes from aromatic polymers,
polyphenylene and composite materials (e.g. arylene ether
sulfone and perfluorosulfonic acid) have given some optimism
regarding cost reduction, high temperature operation and
higher water uptake capacity. However, the combination of all
these features in a single membrane has not been achieved yet.
Also, the performance of these membranes in operating fuel
cells and long-term durability is still to be observed. Although
the membrane requirement for all types of PEMFC is the same,
the ideal membrane for air breathing planar PEMFC should
provide high proton conductivity even at reduced hydration
levels since membrane dehydration will occur due to open air
cathode configuration. In addition, for the large-scale deploy-
ment of PEMFC, alternative membranes of superior perfor-
mance as compared to Nafion and lower cost of manufacturing
are desirable.

In terms of stack design and engineering, mass flow
management of gases and water is an important issue as this
dictates the overall performances of the final fuel cell assembly.
With current know-how, the polymer electrolyte membrane
needs hydration to conduct protons but an excess of water will
block the path for the reactants resulting in performance
degradation and flooding of the catalyst layer. Membranes
requiring low hydration and able to operate at higher temper-
ature can address this issue as at elevated temperatures,
removal of water vapour is easier as compared to liquid water.
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However, in a planar fuel cell configuration for portable elec-
tronic, elevated temperatures should be avoided to preserve the
electronic and optimise energy use, and thus proton conductors
that can operate across a wide temperature window (—10 to 50
°C), while ensuring appropriate removal of the water still
remain to be developed. In this respect, the development of
better multifunctional materials and GDL concepts are required
both in terms of management of reactants and by-products of
the fuel cell reaction but also in terms of electronic conduction.
This is particularly important for developing better planar fuel
cells owing to the requirement of optimising the power output
per stack volume and weight.

Manufacturing methods should also be progressed to enable
the reliable and accurate production of fuel cell systems at scale
with efficiencies approaching that recorded at the laboratory
scale. For example, there have been some important achieve-
ments in identifying methods to develop catalytic layers both on
membranes and GDLs with good performances even at low
catalyst loading. Assuming that these fuel cells based on low
catalyst loading can be further improved to minimise side
reactions including that of catalyst leaching, such findings
should be more rapidly translated towards large scale
manufacturing. With the emergence of additive manufacturing
methods there has been some progress made in the fabrication
of various fuel cell components, but the bottleneck remains in
the assembly of individual components into a fuel stack.
Automation can help to some extent, but robotic arms assem-
bling the bipolar plates, GDL and MEA have a limited output in
comparisons to roll to roll processes. Improved fabrication
methods remain critical for the mass production, penetration
and widespread use of planar fuel cells across electronic goods.
If these can be resolved along the development of better mate-
rials, it can be anticipated that planar PEMFC in conjunction
with advanced hydrogen storage technologies may become the
norm to power a digital society.
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